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ABSTRACT: Scanning probe microscopy has become an
essential tool to not only study pristine surfaces but also on-
surface reactions and molecular self-assembly. Nonetheless, due to
inherent limitations, some atoms or (parts of) molecules are either
not imaged or cannot be unambiguously identified. Herein, we
discuss the arrangement of two different nonplanar molecular
assemblies of para-hexaphenyl-dicarbonitrile (Ph6(CN)2) on
Au(111) based on a combined theoretical and experimental
approach. For deposition of Ph6(CN)2 on Au(111) kept at room
temperature, a rhombic nanoporous network stabilized by a
combination of hydrogen bonding and antiparallel dipolar coupling
is formed. Annealing at 575 K resulted in an irreversible thermal
transformation into a hexagonal nanoporous network stabilized by
native gold adatoms. However, the Au adatoms could neither be unequivocally identified by scanning tunneling microscopy nor by
noncontact atomic force microscopy. By combining van’t Hoff plots derived from our scanning probe images with our density
functional theory calculations, we were able to confirm the presence of the elusive Au adatoms in the hexagonal molecular network.

1. INTRODUCTION

Scanning probe microscopy has been developed over the past
decades into an inherently valuable tool to gain insights into
both surface-confined molecular self-assembly and on-surface
reactions. For example, scanning tunneling microscopy (STM)
has been routinely used to visualize organic moleculeseven
with submolecular resolutionfor more than 30 years.1−4 As a
result, profound knowledge has been obtained on molecular
conformation, intermolecular bonding, and electronic proper-
ties of molecular self-assembly on surfaces. This knowledge
enables the understanding and tuning of various processes, for
example, on-surface reactions,5−8 molecular recognition,9,10 and
molecular spin states,11 among others. However, since the
tunneling current is mainly sensitive to the local density of states
near the Fermi level, it might be quite challenging or even
impossible to unequivocally identify all atoms in a molecule by
STM. On the other hand, “qPlus”12 noncontact atomic force
microscopy (nc-AFM), by probing the Pauli repulsion forces
between the tip and sample, has been emerged as an enormously
powerful tool to unveil the chemical structure of molecules in
real-space based on the seminal work by Gross et al.13 This
development has led to striking reports such as: bond-order
discrimination,14 controlling the charge states of a single-
molecular switch,15 chemical identification of individual surface
atoms,16 and direct imaging of intramolecular changes
originating from controlled on-surface reactions,17,18 just to

mention a few. However, due to the nonmonotonic relationship
between force and tip−sample distance, nc-AFM is usually
recorded at constant height, parallel to the surface, making the
imaging of nonplanar molecules or structures challenging. This
is also true for surface-confined metal-organic coordination
networks for which generally the adatoms are located closer to
the surface than the molecules in the network.19 The main
approach to overcome this limitation consists in acquiring
multiple images at variable tip−sample distances.20−22 However,
since the COmolecule at the tip apex exhibits a certain flexibility
and thus can move, image artifacts have to be considered.23−25

Herein, we report an alternative way to circumventing the
inherent limitations of STM and nc-AFM using a combination
of van’t Hoff plots and density functional theory (DFT)
calculations. The self-assembly of para-hexaphenyl-dicarboni-
trile (Ph6(CN)2) on Au(111) investigated by means of “qPlus”
nc-AFM, STM, and DFT serves as an instructive example for
this. After deposition on Au(111) held at room temperature,
Ph6(CN)2 mainly assembles into a rhombic network stabilized
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by a combination of hydrogen bonding and antiparallel dipolar
coupling with the constituting molecules at two different vertical
heights. Postdeposition annealing promotes the formation of a
hexagonal Au-coordinated network. However, the coordinating
Au adatoms could neither be identified with STM nor nc-AFM.
With the help of van’t Hoff plots and DFT calculations, we are
able to unambiguously confirm the presence of the elusive Au
adatoms incorporated in the molecular network.

2. METHODS

2.1. Experimental Details. The experiments were
performed in an ultrahigh vacuum system with a base pressure
of <1 × 10−10 mbar. Au(111) single crystals were prepared by
repeated cycles of Ar+ sputtering and annealing at 700 K. para-
Hexaphenyl-dicarbonitrile (Ph6(CN)2) molecules were synthe-
sized according to previously reported procedures (see Figure
S5 in the Supporting Information). Ph6(CN)2 was sublimated
from a Knudsen cell at 570 K while the sample was kept at room
temperature. A quartz crystal microbalance was used to monitor
the deposition rate. The “qPlus” nc-AFM images were acquired
at 4.5 K with a tuning fork sensor and a CO-functionalized tip.
All bias voltages are with respect to the sample. The images were
analyzed using the WSxM software.26

2.2. Computational Details of AFM Simulations. AFM
simulations were performed with the “probe particle model” of
Hapala et al.23 without electrostatic corrections. The simulation
parameters were 0.5 N/m for the bending stiffness, an effective
charge of 0.0 e was used for the probe particle, the amplitude was
0.5 Å, and we did scan steps of 0.05 Å.
2.3. GPAW/STM Calculations. DFT calculations were

performed using linear combinations of atomic orbitals27 within
the projector-augmented wave method (PAW)28 code
GPAW.29 For the adsorbed species, we employed a double-
zeta-polarized basis set and a single-zeta-polarized basis set for

the Au(111) surface. We employed two different types of
exchange and correlation (XC) functionals: the generalized
gradient approximation for the XC functional as implemented
by Perdew, Burke, and Ernzerhof (PBE),30 and vdW interactions
at the Grimme’s D3 level (PBE-D3). STM simulations have
employed the Tersoff−Hamann approximation31 in the
constant-current mode with a bias of −1.5 V relative to the
Fermi level as implemented in the code ASE.32

2.4. DFT Calculations of 1,4-Dicyanobenzene on
Au(111). We used the Quickstep (QS)33 module of the
CP2K code.34 QS solves the electronic problem using a hybrid
basis set approach that combines Gaussian and plane wave basis
sets. The valence Kohn−Sham orbitals were expanded into a
double-zeta-valence-polarized (DZVP) quality basis set (DZVP-
MOLOPT-GTH for the adsorbate and MOLOPT-DZVP-SR-
GTH for Au atoms), which is specifically optimized for its use
with the GTH pseudopotentials.35 The valence electronic
density was expanded using a plane-wave cutoff of 450 Ry. All
CP2K calculations were carried out at the Γ point and employed
an electronic Fermi−Dirac smearing temperature of 300 K (∼26
meV). Geometry relaxations were stopped once the maximum
ionic force fell below 1.0 × 10−3 a.u. (0.0514 eV/Å). Only the
adsorbate and the Au adatom were allowed to relax while the Au
slab was frozen to the Cartesian coordinates derived from the
experimental lattice constant of Au (a = 4.0782 Å). The PBE
exchange correlation functional30 was supplemented with
Grimme’s D3 van der Waals (vdW) corrections.36 Fifteen Å of
vacuum and dipole were used to decouple the periodic images
along the normal z direction.

3. RESULTS AND DISCUSSION

After Ph6(CN)2 deposition on Au(111) held at room temper-
ature, the samples were cooled down to 77 K to perform STM
experiments. Single molecules can be easily identified by their

Figure 1. Rhombic network of Ph6(CN)2 on Au(111). (a) STM image. A trimer and tetramer are highlighted with continuous and dashed rectangles,
respectively (A = 60× 60 nm2,U =−1 V, I = 20 pA). (b) STM image. The semitransparent rectangle indicated the unit cell (A = 12× 4 nm2,U = + 0.1
V, I = 150 pA). (c) Constant-height nc-AFM image (A = 4× 4 nm2). (d) Simulated nc-AFM image. (e) STM image (A = 9.3× 3.3 nm2,U =−0.9 V, I =
10 pA). (f−h) nc-AFM images acquired at decreasing tip−sample distances from f to h (A = 9.3 × 3.3 nm2).
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rod-like shape, which is in good agreement with previous studies
of Ph6(CN)2.

37,38 For submonolayer coverages, ≈90% of the
molecules were arranged into a rhombic network which contains
four molecules per unit cell: two of them with their long axis
running along the [112̅]Au direction and the other two oriented
along the [12̅1]Au direction (see Figure 1a,b). The unit cell
parameters of the rhombic network are determined to be a = 4.7
nm, b = 3.7 nm, and ϕ = 90°, in agreement with previous work
on Ag(111).37 Remarkably, at this temperature, some molecules
are still mobile at the boundaries of the network (see dotted
circle in Figure 1a). The rhombic network is quasi-periodically
perturbed either by a linear arrangement of quasi-hexagonal
pores (see arrow in Figure 1a) or by the elbow sites of the
Au(111) herringbone reconstruction (see Figure S1 in the
Supporting Information). These observations suggest a rather
weak physisorption of the molecules in the rhombic network.
A careful observation of Figure 1b,e unveils a brighter STM

contrast for the molecules oriented along the [112̅]Au direction.
A similar behavior was reported for the rhombic network of
Ph6(CN)2 on Ag(111), which could be attributed to different
adsorption sites.37 However, since the STM current signal is
based on a convolution of geometric and electronic contribu-
tions of the tip and sample, the interpretation has to be handled
with care.39 To obtain deeper insights into the molecular
conformation, nc-AFMmeasurements were performed. For this,
the samples were cooled down to ≈4 K, and the tip apex was
functionalized with a CO molecule, as previously reported.13 As
shown in Figure 1c, Ph6(CN)2 molecules could be clearly
imaged with submolecular resolution. The six phenyl rings as
well as the terminal cyano groups at both ends of the molecules
can now be easily identified. A closer inspection of Figure 1c
unveils the presence of several bonding-like features between
neighboring molecules (see Figure S2 in the Supporting
Information). Nonetheless, these features should not be directly
interpreted as real intermolecular bonds, since the origin of this
contrast is still under debate.23,24,40,41

To obtain additional information, we performed AFM
simulations using the “probe particle model”.23 Figure 1d
shows our simulated AFM image in good agreement with our
experimental ones, both in the dimensions and the overall
appearance. However, contrary to the experimental data, the
AFM simulation does not show the bonding-like features,
suggesting that these features are imaging artifacts, which occur
due to the lateral relaxation of the COmolecule. Further support
for this hypothesis is given by the fact that the lengths of some of
the bonding-like features notably exceed the expected values for
CN···H−C hydrogen bonds, that is, 2−3 Å (see Figure S2 in
the Supporting Information).42−45 In particular, the bonding-
like feature marked by the white oval in Figure 1c is measured to
be 4.1 Å, which is considerably too long to be identified as a
hydrogen bond. In contrast to the sharp bonding-like features
observed in the experiments, AFM simulations display a more
extended region of increased electron density, highlighted by
dotted circles in Figure 1d. These larger interaction regions are
in good agreement with the interaction between a proton
acceptor group and an organic ring system, previously reported
as the proton-acceptor ring interaction.44 In addition, the
antiparallel orientation of the cyano groups leads to further
interactions between the molecules oriented along the [112̅]Au
direction. From electrostatics, the interaction energy between
two local point dipoles in vacuum is given by

μ μ μ μ
πε

μ μ
πε

θ θ ϕ ϕ θ θ

· − · ·

= [ − − ]

r r

r

r r
1

4
3

( )( )

4
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1 2 1 2
0

3 2

1 2

0
3 1 2 1 2 1 2
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(1)

where r is the vector connecting the centers of the electric
dipoles, θi is the polar angle between dipoles μi, and ϕi is the
azimuthal angle between the dipoles, with i = 1, 2. For the case of
two identical dipoles (μ1 = μ2 = μ) in an antiparallel coplanar
orientation (ϕ1 − ϕ2 = ±180°), the previous expression reduces

to θ θ θ θ− [ + ]μ
πε

sin sin 2 cos cos
r4 1 2 1 2

2

0
3 . Using the experimen-

tal value for the dipole moment of benzonitrile (μ ∼ 4.18 D)46

and a typical distance r ∼ 5.9 Å between the nitrile terminations
of opposing precursors in the rhombic network, we estimate that
the side-by-side (θ1 = θ2 = 90°) antiparallel dipole arrangement

is stabilized by =μ
πε

1.2 kcal/mol
r4

2

0
3 , which is twice the thermal

energy at 300 K (0.6 kcal/mol) and significantly more than the
one available in our STMmeasurements at 77 K. Therefore, this
stabilization is large enough to “lock” the antiparallel arrange-
ment of dipoles at lower temperatures as seen for other adsorbed
nitriles45,47−49 and other dipolar compounds.50,51

To further study the molecular conformation in the rhombic
network, we have performed nc-AFM measurements at
decreasing tip−sample distances (see Figure 1f−h). While in
Figure 1f, the molecules oriented in the [12̅1]Au direction are
barely discernible surrounded by a strong dark halo, the
molecules oriented in the [112̅]Au direction were clearly
resolved. In contrast, upon reducing the tip−sample distance
(see Figure 1h), the molecules oriented in the [12̅1]Au direction
are clearly discernible, whereas the molecules oriented in the
[112̅]Au direction appear distorted. Figure 1g was obtained for
an intermediate tip−sample distance, between the one of Figure
1f,h, for which all the molecules are discernible. It should be
noted that the high-resolved nc-AFM contrast arises from
repulsive Pauli forces between the functionalized tip and the
molecules, whereas the dark featureless halo is mostly due to
attractive vdW forces.13,52 Therefore, when the molecule−tip
distance is large, the Pauli contribution to the nc-AFM image
becomes negligible resulting in the imaging of a featureless dark
halo. On the contrary, when the molecule−tip distance is too
small, the dominant repulsive Pauli forces induce a lateral
displacement of the CO molecule attached to the tip apex,
resulting in a distorted image. Based on these considerations, we
infer that the molecules oriented along the [12̅1]Au direction are
closer to the surface than the molecules oriented in the [112̅]Au
direction, explainingat least partiallythe contrast difference
observed in our STM measurements.
In addition, even for samples without postdeposition

annealing, some molecules were observed to have their cyano
groups pointing against each other (see the trimer and tetramer
highlighted with rectangles in Figure 1a). The occurrence of
these bonding motifs increased when postdeposition annealing
was done, resulting in a net decrease in the surface covered by
the rhombic network, that is, the number of trimers increased
while the number of molecules forming the rhombic network
decreased (see Figure S3 in the Supporting Information). After
annealing the samples at 575 K, Ph6(CN)2 molecules self-
assembled into a hexagonal network where the cyano groups of
three molecules are pointing directly toward each other (see
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Figure 2a). This kind of interaction is energetically unfavorable
due to the electrostatic repulsion between N atoms facing each
other. Therefore, it is usually assumed that these bonding motifs
are stabilized by coordinating metallic atoms.38 Moreover, by
performing the same electrostatic considerations as for the
rhombic network, the hexagonal network would be destabilized
by about twice the thermal energy at 300 K and would require
CN−Au bonds for stabilization. However, if we assume the
presence of a gold adatom involved in metal−ligand bonding to
the cyano groups of three Ph6(CN)2 molecules, the distance
between the terminal nitrogen atoms and the expected
coordinating gold atom would be only 0.10 nm, about half the
distance expected for metal−ligand interactions (see Figure
2c).38,45,53,54 Moreover, our high-resolution STM images do not
show distinctive signs which could be unambiguously attributed
to coordinating Au adatoms at the center of the junctions (see
Figure 2b). It is worth highlighting that the herringbone
reconstruction was not observed to be either lifted or perturbed,
neither for the case of individual trimers nor for the hexagonal
network. At this point, the experiments seem to provide
contradictory arguments regarding the presence of coordinating
Au adatoms in the hexagonal network. On the one hand, the Au
adatoms are required from a rational point of view to avoid
electrostatic repulsion between N atoms by stabilizing the
hexagonal network via metal−ligand interactions. On the other
hand, the distances obtained from the STM data suggest that the
bond distance between the gold adatom and the cyano groups is
too small.
To gain additional insights into the plausible presence of Au

adatoms, we performed nc-AFM measurements and DFT
calculations. Figure 2d shows our nc-AFM simulation of the
trimer motif stabilized by a Au adatom where the overall
appearance of Ph6(CN)2 molecules, including the alternate
twisting of the phenyl rings, is in excellent agreement with
experiments (Figure 2e). Remarkably, Figure 2d does not show
any feature indicative of a Au adatom at the center of the

junction, which can be clearly observed in the relaxed DFT
structure shown in Figure 2f, which was used to perform our nc-
AFM simulations. Figure 2f shows the subtle bending of the
cyano groups sideways and upward from the surface, explaining
the short distance observed between the terminal nitrogen
atoms and the Au adatom when a planar arrangement of
molecules and adatoms is assumed. In fact, our DFT calculations
find that the Au adatom is 0.8 Å below the molecular plane,
which is more than sufficient to inhibit detection by nc-AFM.
As previously reported and observed for our rhombic

network, the Pauli contribution to nc-AFM images is highly
sensitive to the tip−sample distance.13,19 Figure 2g−i shows
AFM simulations for our DFT-relaxed structures of the
hexagonal network for increasing tip−sample distance, that is,
the tip−sample distances increase from Figure 2g−i. As shown
by the simulations, when it is possible to observe a faint contrast
due to the Au adatom, the Ph6(CN)2 molecules are imaged with
inverted contrast due to the strong tip−molecule interaction at
this shorter distance (Figure 2g). As the tip−sample distance
increases, the molecules start to be clearly resolved but bright
contrast from the Au adatom fades away to the point that it is not
visible anymore (see Figure 2g−i and Video S1 with 0.05 Å steps
per frame in the Supporting Information). Therefore, it is not
possible to simultaneously obtain clear images of the adsorbates
and the Au adatoms, which is a common problem in standard nc-
AFM measurements.
It is clear by now that the coordinating Au adatoms cannot be

unambiguously identified by nc-AFM or STM. In order to
circumvent this limitation, we propose that the rhombic network
based on fourfold junctions stabilized mainly by dipole−dipole
interaction between antiparallel −CN groups is thermally
transformed into the hexagonal network featuring threefold
junctions based on metal−ligand interactions according to the
following reaction:

Figure 2. (a) STM images of Ph6(CN)2 on Au(111) after postdeposition thermal annealing at 575 K (A = 45× 35 nm2;U = 2 V; I = 20 pA). (b) High-
resolution STM image (A = 7.5 × 6 nm2;U = 0.01 V; I = 40 pA). (c) Schematic representation of the molecular binding motif. (d) Simulated nc-AFM
image of the hexagonal network. (e) Nc-AFM image of the hexagonal network acquired with a CO-terminated tip (A = 2.5 × 2.5 nm2). (f) Relaxed
structure from DFT calculations. (g−i) Simulated nc-AFM images of the hexagonal network at (g) 14.50, (h) 14.85, and (i) 15.35 Å from the bottom
layer of the Au(111) surface slab.
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4
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where [Ph6(CN)2]4 and [Ph6(CN)2]3 are the basic bonding
motifs for the junctions in the rhombic and hexagonal networks,
respectively, “*” denotes adsorption on the Au(111) surface,
and Aub is a gold atom in the bulk. Next, we performed a
statistical analysis (over 1400 bonding motifs were analyzed)
(see Figures 3b−d and S3 in the Supporting Information). By

counting the numbers of rhombic and hexagonal junctions as a
function of the temperature, we were able to estimate the
equilibrium constant Keq of the reaction given by eq 2

=
[ ]
[ ]

K
number of hexagonal junctions

number of rhombic junctionseq

1/3

1/4
(3)

The plot of ln(Keq) versus 1/T, better known as the van’t Hoff
plot, is given in Figure 3a and follows a linear behavior (Pearson
correlation coefficient r = 99.6%) corresponding to the van’t
Hoff equation

= Δ ° − Δ °
k K S

H
T

ln( )B eq (4)

where ΔS° and ΔH° are the standard reaction entropy and
enthalpy, in eV/K and eV, respectively, which are assumed to be
temperature-independent. From the slope of the linear fit
(−37930.8 ± 2395.9 K), we determine a metalation standard
enthalpyΔH° = 3.27 eV, which amounts to 0.27 eV/molecule in
the threefold junction, in excellent agreement with our DFT
estimate using the PBE functional (0.28 eV/molecule).30 The
positive value of ΔH° indicates that under standard conditions,
the metalation reaction (eq 2) is endothermic and is dominated
by the energy cost of forming Au adatoms on the surface. The
formation of Au adatoms on Au(111) was reported to be

endothermic with a formation energy of 0.67 eV,55 which agrees
well with our own PBE value of 0.78 eV.
In order to further confirm the presence of the Au adatom

within the hexagonal network, we calculated the DFT energetic
and simulated STM images with and without gold adatoms.
Figure 4a−c shows STM simulations with no Au adatoms

present at the junctions (0% filling), half present (50% filling),
and fully present (100% filling). A careful observation of Figure
4a−c shows Au adatoms appearing as tiny spherical protrusions
while their absence results in a small but discernible gap at the
“empty” junctions. Figure 4d shows the formation energy as a
function of the Au adatom filling of the hexagonal network,
including the energy cost of Au adatom formation from the bulk.
As shown in Figure 4d, a hexagonal network without Au adatoms
(0% filling) is less stable than the rhombic network by≈0.27 eV/
molecule. On the contrary, when Au adatoms are present in all
the junctions (100% filling), the hexagonal network is more
stable than the rhombic network by ≈0.17 eV/molecule. An
equilibrium in energy between a partially filled hexagonal
network and the rhombic network is found for≈60% filling. The
irreversible transformation of the rhombic network toward the
hexagonal network observed in our experiments allows us to
confirm the presence of Au adatoms in the hexagonal network to
form a more stable arrangement than the rhombic one.
However, at finite temperatures, the minimum of free energy
is reached after introducing some degree of disorder/defects
into the hexagonal overlayer where the presence of some empty
junctions cannot be ruled out.
As a proof-of-concept and inspired by previous works,45 we

study the thermodynamic stability of a metalated trimer formed
by a simpler dinitrile precursor molecule, 1,4-dinitrilebenzene

Figure 3. (a) Van’t Hoff plot of the rhombic to trimer metalation
reaction, eq 2, comparing our experimental measurements (circles) to
the linear fitΔS°−ΔH°/T (red line r = 99.6%) of eq 4 yields a standard
reaction entropy ofΔS°≈ 55 J/(mol·K)≈0.57 meV/K and enthalpy of
ΔH° ≈ 26.3 kJ/mol ≈0.272 eV; (b−d) prototypical STM images
showing the increase in disorder as a function of the postdeposition
annealing temperature.

Figure 4. a−c) STM simulations of the hexagonal network with 0, 50,
and 100% of junctions filled with Au adatoms. (d) Formation energies
in eV/mol relative to isolated Au adatoms and molecules for rhombic
network (X), hexagonal network (empty hexagons), and Au adatoms
(solid hexagons). The energy scale relative to the rhombic network is
added at the right side of the plot. The adatoms are marked with dotted
circles in the figure (a−c).
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(Ph(CN)2), on Au(111). Our DFT calculations show that this
organometallic compound lies flat at 3.39 Å above the Au(111)
surface, with 3 equivalent N−Au bonds of 2.395 Å at almost
perfect 120° from each other. The Au adatom sits at 1.16 Å
below the molecular trimer plane which explains why it is so
difficult to identify the presence of Au adatoms in experimental
nc-AFM (see Figure S4 in the Supporting Information). The
formation energy for the metalated trimer is −0.95 eV and it is
therefore energetically stable. Removing the central Au adatom
causes that the monomers repel each other and the whole trimer
decomposes. Remarkably, without the Au adatom, the
monomers spontaneously reorient their dipoles and rearrange
themselves into a “frustrated” structure which resembles the
rhombic structure of Ph6(CN)2 (see Video S2 in the Supporting
Information). Last but not the least, it is worth mentioning that
DFT calculations on the Ph(CN)2 use a different computational
protocol (code, basis sets, etc.) than DFT on Ph6(CN)2, which
adds robustness to our conclusions regarding the metalation of
the hexagonal network.

4. CONCLUSIONS
We have studied the rhombic to hexagonal thermal trans-
formation of Ph6(CN)2 deposited on Au(111). We found that
both STM and nc-AFM are not enough to unequivocally
identify the presence of Au adatoms at the hexagonal junctions.
Using van’t Hoff plots and DFT calculations, we were able to
prove the presence of Au adatoms that stabilize the hexagonal
network. Remarkably, from the van’t Hoff plots, we obtained a
metalation standard enthalpy of 0.27 eV/molecule at the
hexagonal junction in excellent agreement with our DFT
estimation (0.28 eV/molecule). This work shows that by a
combined analysis of scanning probe microscopy and van’t Hoff
plots, it is possible to confirm the presence of the elusive Au
adatoms stabilizing the hexagonal network. We believe that this
method can likely be extended to a wide range of on-surface
reactions.
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