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Production of Thermoplastic Composite Filaments for
Additive Manufacturing using Recycled Carbon Fibers

Niccolò Giani, Jacopo Ortolani, Laura Mazzocchetti, Tiziana Benelli, Francesco Picchioni,
and Loris Giorgini*

The present work reports the use of recycled carbon fibers (rCF), obtained
from pyro-gasification treatment of carbon fibers reinforced polymers (CFRP),
to produce a thermoplastic composite filament for additive manufacturing, in
particular fused deposition modeling (FDM) process. Polylactic acid (PLA), a
thermoplastic biobased and biodegradable polymer, is used as matrix for the
composite filament, as it is the most common plastic used in FDM due to its
good mechanical properties, stiffness, and strength. Upon production process
optimization, filaments with rCF loadings of 5 and 10% wt are produced and
analyzed. A particular attention is devoted to the evaluation of the production
process on the carbon fibers (CFs) length and the study of the thermal and
mechanical properties of the obtained composite materials.

1. Introduction

In the latest years, carbon fibers (CFs), due to their lightweight
and excellent mechanical properties, are used to produce high
performancematerials applied in an increasing number of fields,
such as automotive, aerospace and defense, wind turbines, sport,
and leisure. Over 97% of CFs are used as reinforcement in com-
posite materials (CFRPs) whose applications have just recently
had a boost reaching a market size of 197,000 tons in 2023.[1]
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Although the production of CFRP has been
optimized to fulfill the increasing demand,
there is still the issue of the end-of-life prod-
uct of CFRPs and waste scraps deriving
from production processes. Different tech-
nological approaches have been recently put
forward for CFRPs recycling. [2] Among
them, the pyro-gasification treatment is a
promising process to obtain clean recycled
carbon fibers from CFRP waste and end-
of-life products.[3] It is worth noting that
CFs are a raw material with high added
value and a very energy intense production
process (183-286 MJ kg-1), thus their recov-
ery and re-use will be very interesting from
the economic and environmental point of
view.[4] This thermal process consists of a

first step under an oxygen deprived atmosphere (pyrolysis),
which leads to a solid residue composed of mainly unmodi-
fied carbon fibers covered in a carbonaceous layer (char), which
can be removed through a further oxidative treatment (gasi-
fication) leading to fibers with properties not far from virgin
ones.[5]

The recycled CFs (rCFs) were thus added to polylactic acid
(PLA), a thermoplastic aliphatic polyester widely used for 3D
printing PLA, [6] which is biobased and biodegradable; despite
its considerable cost, it represents one of the most common
materials used in Fused Deposition Modeling (FDM), thanks
to its good mechanical properties and processability.[7] A num-
ber of different approaches can be used to modify PLA, but
CFs seem to lead to good results without significant weight
increase.[8,9]

In the present work, PLA was mixed with different amount
of rCFs (5 and 10% wt, Table 1) with the aim to obtain a fila-
ment suitable for 3D printing technology. The production pro-
cess of the filaments was optimized in each step by checking
the final properties of the composite material, mostly examin-
ing their thermal properties and the average CFs length. It is
worth to underline that the PLA polar structure should be able to
positively interact with the oxygen-rich surface of rCFs, thus pro-
moting adhesion without the requirement of an additional siz-
ing process.[10] Furthermore, CFs reinforced PLA filaments are
already available on the market, and the possibility to re-use CFs
recovered by scraps or end-of-life products, will reduce consid-
erably their cost. This latter point is even more significant when
considering that CFs have to be strongly downsized for applica-
tions such as FDM, and this is a further boost for using rCFs,
which do require downsizing for their application.
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Table 1. Produced filament and compositions.

Material Matrix Reinforcement Reinforcement
Content [%

wttot]

PLA PLA — —

PLA/rCF5 PLA rCF 5

PLA/rCF10 PLA rCF 10

Figure 1. a) Working compress air chopper gun; b) compound material
after grinding; c) extrusion of composite filament; and (d) CFs reinforced
PLA filament.

2. Results and Discussion

Recycled carbon fibers were obtained by pyro-gasification of pro-
duction scraps and cutouts, as previously reported, [4] and con-
sist of bundle of fibers of different lengths (from 5 to 40 cm). So,
they were downsized to 7 mm using a compress-air chopper gun
(Figure 1a).

Figure 2. Second heating scan of DSC analysis of CF reinforced filaments
and reference filament (neat PLA).

With the aim to avoid PLA degradationwith a consequent dras-
tic drop of its mechanical properties due to the presence of mois-
ture, all the chopped fibers and PLA were kept in a vacuum oven
at 100°C for 5 h before use.
Dried rawmaterials were then compounded in a double-screw

mixer (PLASTI-CORDER, BrabenderTM, Germany). This step
was optimized by varying the processing parameters, such
as temperature of the three heating zones, screw speed and
processing time, with the aim of avoiding the degradation of the
matrix and to provide an optimal CFs dispersion. First, plain PLA
was put in the double-screwmixer at 170°C and kept for 2 min to
ensure the total melting of the polymer. Then, CFs were added to
the molten PLA (at 170°C and 75 rpm screw speed) and the com-
pound was mixed for 5 min obtaining a bulk blended material.
Then, the compounded material was ground (Figure 1b) using
an electric grinder and extruded (Figure 1c) on a ZE 12 (L/D= 25)
co-rotating twin-screw extruder (ThreeTecTM, Switzerland) thus
producing the 3D printing filament (Figure 1d). The extrusion
step was optimized by varying several parameters (screw speed,
five heating zones temperature, post-extrusion traction). In
particular, neat PLA (used as reference) was extruded with a tem-
perature profile 155°C/160°C/165°C/160°C/155°C and a screws
speed equal to 100 rpm. The extrusion of the reinforced mate-
rials was carried out with temperatures slightly higher than for
neat PLA (160°C/165°C/170°C/165°C/160°C) in order to reduce
the viscosity of melt PLA and ensure an optimal CFs dispersion.
Thermal properties of composite filaments were determined

by differential scanning calorimetry (DSC Q2000, TA Instru-
ments, USA) and compared with neat PLA filament (Figure 2).
Figure 2 shows the DSC thermograms of neat PLA, PLA/rCF5,

and PLA/rCF10 obtained at a heating rate of 10°C min-1: all the
samples display a second order transition at around 60°C, which
can be ascribed to the glass transition temperature (Tg) of the PLA
matrix. Furthermore, all the thermograms show an endothermic
transition at around 150°C (melting temperature of PLA) and
an exothermic one at lower temperature. Such a behavior is
typical of PLA, which is a semi-crystalline polymer character-
ized by a slow crystallization that leads to the so-called “cold
crystallization.”[7] As shown in Figure 2, the “cold crystallization”
peak is more intense and set to lower temperature for reinforced
PLA (both PLA/rCF5 and PLA/rCF10) than neat PLA. Such a
behavior seems to suggest that CFs act as a nucleating agent,
thus promoting the crystallization of PLA: this aspect might lead
to an improvement of the mechanical properties of the material.

Macromol. Symp. 2022, 405, 2100249 2100249 (2 of 4) © 2022 The Authors. Macromolecular Symposia published by Wiley-VCH GmbH
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Figure 3. Optical microscope images of CFs reinforced PLA samples. Reference scale bar corresponds to 500 µm.

Figure 4. DMA analysis of neat PLA, PLA/rCF5 and PLA/rCF10: (left) Storage modulus (E’) versus T. (right) tan𝛿 versus T.

The composite filaments were analyzed by thermogravimetric
analysis (TGA) with three replicas in order to evaluate the real
CF content. The analysis led to non-reproducible results, proba-
bly because of reduced amount of sample used (in the order of
few mg), thus suggesting a certain extent of inhomogeneity in
the fiber content along the filament. The CFs content determina-
tion was then carried out by pyro-gasification of 1 g of sample in
a muffle oven. In particular, each sample was heated in inert at-
mosphere (N2) up to 500°C with a ramp of 10°C min-1, and then
oxidized in air at 500°C to remove the char created in the first
step accordingly to a previously reportedmethod.[4] The obtained
results show that the filaments CFs content is very close to the ex-
pected one, i.e., 5% wt. and 10% wt, respectively, supporting the
hypothesis of homogeneous CF distribution along the filament.
The residues of CFs obtained from the matrix degradation test
were also investigated by optical microscopy, with HX 7700 Hi-
rox 3D Multifocal Microscope, to evaluate the effect of the whole
production process on the CF length. The latter is an important
parameter for the printability of the filament, since a too large
size of the reinforcement additive leads to printing troubles, such
as nozzle clogging. So, CFs must be shorter than the nozzle di-
ameter that typically is 0.4 mm. As shown in Figure 3, all the
samples contain fibers in the range 150–250 µm.
Mechanical properties of filaments were studied by dynamic

mechanical analysis (DMA), using a DMA Artemis 242E (Net-

zsch, Germany). The analysis was carried out heating the speci-
men from 25°C to 100°C, at a heating rate of 3°C min-1; samples
were measured in tensile mode, applying a maximum force of
8.0 N and 40 µm deformation of the filament (Figure 4).
As a guideline, five samples for each formulation were ana-

lyzed. DMA spectra, reported in Figure 4, show that higher me-
chanical performances were obtained for composite filaments
with respect to plain PLA: the storage modulus (Figure 4 on the
left) increases from 2500 to about 5500MPa for 5% wt reinforced
filaments and over 7500 MPa for 10% wt rCFs contain ones. Fur-
thermore, the glass transition temperature (Tg), calculated both
as the onset temperature of E’ first loss and tan𝛿 peak, increases
as a function of the rCFs content.

3. Conclusion

The present work demonstrates that recycled carbon fibersmight
represent a viable alternative to pristine carbon fibers for modifi-
cation and reinforcement of PLA intended for 3D printing. Upon
optimization of the whole CF addition process, a significant in-
crement of thermal (Tg) and mechanical (E’) properties were ob-
tained, using pyrogassified CF recovered from CFRP end-of-life
components. This observation might pave the way to a further
massive application of such recycled fibers, in filed where down-
sizing is a requirement.
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 15213900, 2022, 1, D
ow

nloaded from
 https://onlinelibrary.w

iley.com
/doi/10.1002/m

asy.202100249 by U
niversity O

f G
roningen, W

iley O
nline L

ibrary on [04/11/2022]. See the T
erm

s and C
onditions (https://onlinelibrary.w

iley.com
/term

s-and-conditions) on W
iley O

nline L
ibrary for rules of use; O

A
 articles are governed by the applicable C

reative C
om

m
ons L

icense

http://www.advancedsciencenews.com
http://www.ms-journal.de


www.advancedsciencenews.com www.ms-journal.de

Acknowledgements
The authors acknowledge Progetto Alte Competenze granted by Re-
gione Emilia-Romagna for funding both J.O. Post-Doc fellowship (CUP
J34I9004870002) and N.G. PhD Grant ((CUP J34J18000210007). The
work was financed by Curti SpA with “POR FESR 2014 - 2020 –
CUP E71B20000090009 PG/2019/893293” granted by Regione Emilia-
Romagna.

Conflict of Interest
The authors declare no conflict of interest.

Data Availability Statement
The data that support the findings of this study are available from the cor-
responding author upon reasonable request.

Keywords
additive manufacturing, composite materials, poly(lactic) acid, recycled
carbon fibers

Received: June 15, 2021
Revised: August 16, 2021

[1] M. Sauer,CompositesMarket Report 2019,Carbon Compos. Frankfurt
AVK 2019.

[2] L. Giorgini, T. Benelli, G. Brancolini, L. Mazzocchetti, Curr. Opin.
Green Sustain. Chem. 2020, 26, 100368.

[3] L. Giorgini, T. Benelli, L. Mazzocchetti, C. Leonardi, G. Zattini, G. Mi-
nak, E. Dolcini, M. Cavazzoni, I. Montanari, C. Tosi, Polym. Compos.
2015, 36, 1084.

[4] L. Mazzocchetti, T. Benelli, E. D. Angelo, C. Leonardi, G. Zattini, L.
Giorgini, Compos. Part A Appl. Sci. Manuf. 2018, 112, 504.

[5] L. Mazzocchetti, T. Benelli, G. Zattini, G. Brancolini, L. Giorgini, Proc
2019, 2196, 1.

[6] Z. Liu, Y. Wang, B. Wu, C. Cui, Y. Guo, C. Yan, Int. J. Adv. Manuf. Tech-
nol. 2019, 102, 2877.

[7] V. H. Sangeetha, H. Deka, T. O. Varghese, S. K. Nayak, Polym. Compos.
2018, 39, 81.

[8] G. Fotie, R. Rampazzo, M. A. Ortenzi, S. Checchia, D. Fessas, L. Pier-
giovanni, Polymers 2017, 9, 1.

[9] S. Gazzotti, R. Rampazzo,M. Hakkarainen, D. Bussini, M. A. Ortenzi,
H. Farina, G. Lesma, A. Silvani, Compos. Sci. Technol. 2018, 171, 94.

[10] G. Zattini, L. Mazzocchetti, T. Benelli, E. Maccaferri, G. Brancolini, L.
Giorgini, Key Eng. Mater. 2019, 827, 110.

Macromol. Symp. 2022, 405, 2100249 2100249 (4 of 4) © 2022 The Authors. Macromolecular Symposia published by Wiley-VCH GmbH

 15213900, 2022, 1, D
ow

nloaded from
 https://onlinelibrary.w

iley.com
/doi/10.1002/m

asy.202100249 by U
niversity O

f G
roningen, W

iley O
nline L

ibrary on [04/11/2022]. See the T
erm

s and C
onditions (https://onlinelibrary.w

iley.com
/term

s-and-conditions) on W
iley O

nline L
ibrary for rules of use; O

A
 articles are governed by the applicable C

reative C
om

m
ons L

icense

http://www.advancedsciencenews.com
http://www.ms-journal.de

