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We report magnon spin transport in nickel ferrite platinum (Pt)/(NiFe2O4, NFO) bilayer systems at

room temperature. A nonlocal geometry is employed, where the magnons are excited by the spin

Hall effect or by the Joule heating induced spin Seebeck effect at the Pt injector and detected at a

certain distance away by the inverse spin Hall effect at the Pt detector. The dependence of the

nonlocal magnon spin signals as a function of the magnetic field is closely related to the NFO

magnetization behavior. In contrast, we observe that the magnetoresistance measured locally at the

Pt injector does not show a clear relationship with the average NFO magnetization. We obtain a

magnon spin relaxation length of 3.1 6 0.2 lm in the investigated NFO samples. Published by AIP
Publishing. [http://dx.doi.org/10.1063/1.4979408]

The transport of spin information is one of the most

extensively studied topics in the field of spintronics.1,2 Spin

current, a flow of angular momentum, is a non-conserved

quantity that is mostly transported diffusively in various

material systems, regardless of the carrier being conduction

electrons or quasiparticles such as magnons.3 In traditional

metallic systems4 and 2D materials such as graphene,5 a non-

local spin valve geometry is usually applied to study the spin

diffusion phenomena and their relevant length scales.

Very recently, it was shown that thermal magnons with

typical frequencies of around kBT=h can be excited and

detected purely electrically in Pt/yttrium iron garnet (YIG)

systems, by also employing a nonlocal geometry where the

injector and detector are both Pt strips, spaced at a certain

distance.3,6–9 An electric current through the injector excites

non-equilibrium magnons both electrically via the spin Hall

effect (SHE)10,11 and thermally via the spin Seebeck effect

(SSE),12–14 and they are detected nonlocally via the inverse

spin Hall effect (ISHE).15 At room temperature and below,16

a magnon relaxation length km of typically around 10 lm is

observed, for both electrically and thermally generated mag-

nons independent of the YIG thickness.17

An open question is whether the nonlocal effects can be

also observed in other magnetic materials, such as ferrites,

being ferrimagnetic at room temperature with a relatively

large bandgap. Two local effects have been studied in Pt/fer-

rite systems so far: the first is the spin Hall magnetoresis-

tance (SMR),18–21 which results from the simultaneous

action of the SHE and ISHE in the Pt layer, while the magne-

tization in the adjacent magnetic substrate modifies the spin

accumulation at the interface and hence the Pt resistance.

SMR has been reported in Pt/NiFe2O4(NFO), Pt/Fe3O4, and

Pt/CoFe2O4 systems.20,22–24 Second is the SSE, one of the

central topics in the field of spin caloritronics,25 which is the

excitation of magnon currents when exerting a temperature

gradient on the magnetic material. Previously, the SSE has

been observed in ferrites and other magnetic spinels.26–32

However, the nonlocal transport of magnon spin has not yet

been explored in ferrite systems.

In this study, we focus on the NFO thin film systems

which can be prepared by co-sputtering,33 whereby a typical

bandgap of 1.49 eV and a resistivity of 40 X�m can be

obtained at room temperature.34 The electrical properties of

the NFO films can be further tuned by temperature26 or oxy-

gen contents.35 The employed NFO thin films were grown

by ultra high vacuum reactive dc magnetron co-sputtering in

a pure oxygen atmosphere of 2� 10�3 mbar, with the depo-

sition rate of 0:12 Å=s. The substrate is MgAl2O4 (MAO), a

nonmagnetic spinel which is known to have a lattice mis-

match to NFO as small as 1.3%. It was heated up to 610 �C
during deposition and kept rotating to ensure a homogeneous

growth.

The crystallinity of the NFO/MAO sample was investi-

gated by x-ray diffraction, confirming a (001) orientation for

both the NFO layer and the MAO substrate. The thickness of

the NFO layer was determined by x-ray reflectivity to be

44.0 6 0.5 nm. The sample was characterized by a supercon-

ducting quantum interference device (SQUID) to obtain its

magnetic behavior. It is known that in an inverse spinel mag-

netic thin film with (001) orientation, a four-fold magnetic

anisotropy is expected in-plane, with two magnetic easy axes

aligned perpendicular to each other.26,27 Figure 1(a) plots the

NFO magnetization when an in-plane magnetic field is

applied along one of the magnetic hard axes, showing a coer-

cive field of around 0.2 T.

To study the magnon spin transport in the NFO, two Pt

strips, parallel to each other and separated by a center-to-

center distance d, were patterned by e-beam lithography and

grown on the NFO layer by dc sputtering. The Pt strips are

all oriented along one of the magnetic hard axes. The lengths

of the Pt strips are typically 10 lm and the widths range

from 100 nm to 1 lm. Two series of samples were fabricated,a)j.shan@rug.nl
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with the Pt thickness of 2 nm (series A) and 7 nm (series B).

Due to the difference in thickness, the Pt resistivities of the

two series turn out to be quite different, where qA¼ (0.9 – 2.4)

� 10 �6 X�m and qB¼ 3.5� 10 �7 X�m, respectively, which is

within a factor of two in line with the literature.20,36,37 As a

final step, the Pt strips were connected to Ti (5 nm)/Au (50 nm)

contacts.

A lock-in detection technique was employed in the elec-

trical measurements. A low-frequency (�13 Hz) ac current,

with an rms value I0 (typically I0 ¼ 100 lA), was sent

through the Pt injector as input, while two output voltages

can be monitored simultaneously: the local voltage VL at the

same strip and the nonlocal voltage VNL at the Pt detector, as

shown in Fig. 1(b). Both VL are VNL are separated into the

first (V1f ) and second (V2f ) harmonic signals by the lock-in

amplifiers, which probe the linear and quadratic effects,

respectively. The mathematical expressions are V1f ¼ I0 � R1f

and V2f ¼ 1
ffiffi

2
p I2

0 � R2f , where R1f (R2f ) is the first (second)-

order response coefficient.38,39 Hence, for the local detection,

R1f
L represents the Pt strip resistance, as well as its magnetore-

sistance, and R2f
L shows the local SSE that was induced by

Joule heating.40,41 The transport behavior of magnons can be

found in the nonlocal detection, where R1f
NL denotes the signal

due to the magnons that are injected electrically via the SHE,

and R2f
NL illustrates the nonlocal signals of the thermally gener-

ated magnons.3,16,17,42 All measurements were performed in a

vacuum at room temperature.

Figure 2 shows the experimental results obtained by rotat-

ing the sample in-plane, under a certain magnetic field strength

B. The nonlocal results are shown in the left panel while the

local results are plotted in the right panel as a comparison. One

typical measurement curve of the nonlocal geometry in its first

order response is shown in Fig. 2(a), where d ¼ 1.5 lm. The

applied in-plane magnetic field, B ¼ 3 T, is large enough to

align the NFO magnetization M during the full rotation. The

measured data exhibit a sinusoidal behavior with a period of

180�, the same as observed in Pt/YIG systems.3,16,17,42 In the

injector, as a result of the SHE, a spin accumulation ls builds

up at the Pt/NFO interface, with its orientation always trans-

verse to the electric current. The magnon excitation is activated

when the projection of ls on the M is nonzero. The excited

magnons become maximal when ls is collinear with M and

vanish when they are perpendicular to each other. Hence, the

injection efficiency is governed by sinðaÞ, and the same holds

for the reciprocal process at the detector, in total yielding a

sin2ðaÞ dependence.

We further investigate the amplitude of this signal,

DREI, as a function of the magnetic field B, as shown in Fig.

2(b). Each datapoint that is extracted by fitting the corre-

sponding angular sweep data to a sin2ðaÞ curve represents

FIG. 1. (a) The in-plane magnetization curve obtained by SQUID measure-

ments. A diamagnetic linear background has been subtracted, where the slope

is determined from the high-field regime up to B ¼ 7 T. The whole curve is

subsequently normalized to the saturation magnetization Ms at B ¼ 7 T. The

coercive field is around 0.2 T. (b) Schematic representation of the device

geometry and measurement configuration. Two Pt strips, one serves as the

injector and the other as the detector, were sputtered onto the NFO surface,

separated by a center-to-center distance d. The local voltage VL at the injector

and nonlocal voltage VNL at the detector can be measured simultaneously.

The magnetic field is applied in the plane by an angle a. All measurements

are performed at room temperature.

FIG. 2. Comparison of both the electrical and thermal effects between nonlocal and local geometries under angle sweep, measured with different magnetic

fields. (a) The first harmonic nonlocal signal with Pt spacing d¼ 1.5 lm while sweeping a, measured at B¼ 3 T. The background resistance RNL0 is �4.733 X.

The red curve shows a sin2ðaÞ fit to the data. DREI is defined as the amplitude of the electrically injected, nonlocally detected magnon signal. (b) The depen-

dence of DREI as a function of the magnetic field at d¼ 1.5 lm. (c) Local MR measurement at B¼ 3 T. The background resistance RL0 is 8056 X. The red curve

shows a sin2ðaÞ fit to the data. DRMR is defined as the amplitude of the local MR signal. (d) The dependence of DRMR as a function of the magnetic field. The

right axis indicates the MR ratio, which is DRMR=8056 X. (e) The nonlocal detection of the thermally generated magnons with Pt spacing d¼ 0.3 lm, B¼ 3 T.

The red curve is a sinðaÞ fit. Its amplitude, DRTG, depends on the magnetic field as shown in (f). (g) The angular dependence of the local SSE measured at

B¼ 3 T. The subtracted background is �21.4 kV/A2. The red curve shows a sinðaÞ fit to the data. DRSSE is defined as the amplitude of the local SSE signal. (h)

The dependence of DRSSE as a function of the magnetic field. Data in (e) and (f) are from sample series B and the rest are from series A.
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the amplitude of the oscillation. It can be seen that DREI

increases rapidly from 0 to 61 T and grows slowly as B
becomes larger. Two other devices with d¼ 10 lm and

12 lm show the same dependence despite with different sig-

nal amplitudes. This dependence is in accordance with the

NFO magnetization curve shown in Fig. 1(a). In the non-

saturated situation, the local M is not oriented along the

external magnetic field B as a result of domain formation.

When a¼690�, the projection factor of ls on M is equal to

1 for the saturated case and becomes smaller than 1 for the

non-saturated case. Similarly, when a¼ 0�, the projection

factor for the saturated case is 0 but becomes nonzero for the

non-saturated case. In this way, the difference between a par-

allel and perpendicularly applied field decreases when B
becomes smaller, and M gets more unsaturated.

Simultaneously, we recorded the local signals. Figure

2(c) shows a typical first-order response under B¼ 3 T,

exhibiting a magnetoresistance behavior, and Fig. 2(d) shows

the MR amplitude as a function of the magnetic field. In the

SMR scenario, DRMR should depend on M instead of on B,

as the key ingredient in the SMR theory is the interaction

between ls and M. Surprisingly, our results show that DRMR

keeps increasing with a larger B, even when above the satu-

ration field of NFO. This behavior can be alternatively

explained by the recently reported Hanle magnetoresistance

(HMR),43 which is an instrinsic property of metallic thin

films with large spin-orbit coupling and depends only on B
instead of M. The MR ratio we obtained is in the same order

of magnitude as reported in Ref. 43. However, it is not yet

clear why we do not observe the SMR feature on top of

HMR.

The different dependences between the DREI and DRMR

as a function of B rule out the possibility of any charge cur-

rent leakage from the injector to the detector, in which case

the nonlocal signal would mimic the local magnetoresistance

behavior. Moreover, the ratios of the resistance changes

compared to the backgrounds differ by two orders of magni-

tude for the local and nonlocal responses, further eliminating

this scenario.44 In addition, the nonlocal signals were also

investigated at different lock-in excitation frequencies, and

the DREI keeps almost unvaried with no systematic depen-

dence on frequency, implying that the DREI is not affected

by any capacitive coupling. Therefore, we can conclude that

the DREI we measured is indeed due to the magnon spin

transport in NFO.

The second-order local responses that are due to ther-

mally generated magnons are shown in the lower right panel

of Fig. 2, detected in a nonlocal (left) method or a local

(right) method. Both signals show a sinðaÞ behavior as a

function of a, governed by the ISHE at the detector. Their

amplitudes, DRTG and DRSSE, mainly follow the evolution of

M, in accordance with previous studies in the Pt/NFO sys-

tem26,45 and other Pt/ferrite systems.27,28 However, the rise

of the thermal signals is less sharp than that of M around the

coercive field, for reasons that are not yet clear to us. The

sign of the local SSE results shows to be the same as in Pt/

YIG systems.46

Experimentally, we defined the polarities of the local

and nonlocal voltages to be opposite in the measurement

scheme (see Fig. 1(b)). Hence, the same shape in Figs. 2(e)

and 2(g) indicates that the actual signs of the local and non-

local SSE signals are opposite. This is similar to the observa-

tion in Pt/YIG systems, where at closer spacings, the sign of

the nonlocal SSE signals is the same as the local one, but at

further d, the sign is reversed.3,17 However, determining the

exact sign-reversal distance in this sample and how it

evolves on the NFO thickness requires further study and is

beyond the scope of this paper.

Note that Figs. 2(e) and 2(f) are obtained from sample

series B. Due to the large resistivities of the Pt strips in sam-

ple series A and hence a limited electric current that can be

sent, the second-harmonic signals in the nonlocal detection,

which scale with I2
0, are below the noise level. We can, how-

ever, detect them in series B. The local behaviors for both

series are very similar as a function of a and B, with the

amplitude DRSSE around 5 times larger in sample series B.

However, DREI in series B is observed to be much smaller

compared to series A, which can be attributed to the thicker

Pt films and lower resistivity. Only for the shortest distance,

where d ¼ 300 nm, we obtained a DREI response beyond the

noise floor, showing the same magnetic field dependence as

in series A.

To further study the relationship between the observed

signals and the NFO magnetization, we also performed mag-

netic field sweep measurements at two specific angles,

a¼�90� and a¼ 0�, as shown in Fig. 3. In principle, this

measurement would yield the same information as obtained

from the angular sweep measurements, as the differences

between a¼�90� and 0� correspond to the signal ampli-

tudes extracted from the sinusoidal curves in Fig. 2.

However, in the angular sweep experiments, M rotates in the

plane, and hence the effects related to the magnetization hys-

teresis cannot be directly observed. In comparison, field-

sweep measurements allow us to resolve these features. Note

that a¼ 0� and �90� correspond to the two equivalent in-

plane magnetic hard axes. In both cases, the behavior of M
can be described by the M – B curve in Fig. 1(a).

The field-sweep results are shown in Fig. 3. Similar to

Fig. 2, the local magnetoresistance does not show any

FIG. 3. Magnetic field sweep results for (a) the nonlocal signal by electrical

injection, (b) the local MR, (c) the nonlocal signal by thermal generation,

and (d) the local SSE at a¼�90 � and a¼ 0 �. The results in (a), (b), and (d)

are obtained from sample series A and (c) from sample series B.
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features related to the NFO magnetization curve, which

would be produced by the SMR. In contrast, both the local

and nonlocal SSE signals show the typical hysteresis behav-

iors, with the coercive fields being very close to the ones

extracted from the M – B hysteresis loop.

One interesting observation is the electrically injected

magnon transport signal under the field sweep, as shown in

Fig. 3(a). The peaks and dips for a¼�90 � and 0 �, occurring

at the coercive fields, correspond to the situation where the

net magnetization in the field direction is zero. In this case,

the thermally generated magnon signals vanish to zero, as

expected, but interestingly, the electrically injected magnon

signals show half of their maximum signal amplitude.

Considering that multiple domains can form with the mag-

netizations aligned along both the magnetic easy axes in this

material around the coercive fields, our results hence suggest

the transport of magnons in a multi-domain state.

To estimate km in the NFO sample, we performed a

distance-dependent study of the nonlocal signals. In Fig. 4, we

plot the thermally generated nonlocal signals as a function of d
when M is saturated by the field. Due to the more complicated

behavior of the short-d regime,17 we only fit the data exponen-

tially where d � 1 lm. This yields a km of 3.1 6 0.2 lm in the

investigated NFO sample. This result is supported by the elec-

trically injected magnon signals from series A obtained at

B¼ 7 T, which can be fitted satisfactorily with the same km, by

applying DRNLðdÞ ¼ C=km � expðd=kmÞ=ð1� expð2d=kmÞÞ3
(see the inset of Fig. 4). Given that the Gilbert damping coeffi-

cient a of an NFO thin film is 3.5� 10�3,47 around one order

of magnitude higher than a typical a of YIG thin films, a reduc-

tion of km of NFO compared to YIG is expected, as observed in

our experiments.

In conclusion, we have experimentally observed the

transport of both electrically and thermally excited magnons

in NFO thin films. The nonlocal signals of both exciting

methods are directly related to the average NFO in-plane

magnetization, while the local MR is not, showing that the

nonlocal results are more sensitive to the NFO magnetization

or domain texture. Our results also suggest that the study of

magnon spin transport can be extended to other materials

such as ferrimagnetic spinel ferrites, not only limited to YIG,

showing the ubiquitous nature of the exchange magnon spin

diffusion.
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