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A self-consistent analysis of temperature-dependent field-effect 
measurements in hydrogenated amorphous smcon thin-film traru;gstors 

R. E. L Schropp, J. Snijder, and J. F. Verwey 
Department of Applied Physics. Groningen State University. Nijenborgh 18. 9747 AG Groningen. 
The Netherlands 

(Received 4 December 1985; accepted for publication 21 March 1986) 

We calculated a more accurate density of states (DOS) profile from field-effect (FE) 
measurements in hydrogenated amorphous silicon thin-film transistors, taking into account the 
anomalously changing conductivity prefactor in accordance with the Meyer-Ne1del (MN) rule. 
We present a self-consistent analysis of the density of gap states profile, where the MN rule is, for 
the first time, properly considered in relation to the nonuniform shift of the Fermi level as induced 
by the field .effect. Moreover, the calculation yields the correct flat-band voltage and the 
correspondmg flat-band activation energy. The determination of conductivity activation energies 
free from any initial band bending effects is of importance in aU types of transport measurements. 

I. INTRODUCTION 

In the past few years, much attention has been focused 
on hydrogenated amorphous silicon (a-Si:H) thin-film tran
sistors (TFTs). These transistors can, in the near future, be 
used in commercially available large-area liquid crystal dis
play (LCD) pane1s1

-
3 and in addressable image sensors.4.S 

The characteristics ofthese devices are highly determined by 
the density of localized gap states. 

Several methods have been proposed to determine the 
density of states (DOS) distribution using the TFT struc
ture, such as field-effect (FE) measurements.b-12 Moreover, 
in these structures other fundamental properties of a-Si:H 
can be studied by the combined effect of an applied field and 
illumination (photofield effect 13-IS) or by the temperature 
dependence of the FE. 

However, these measurements and other types of trans
port measurements with a coplanar configuration of elec
trodes, including transient current techniques as well as 
steady-state conductivity measurements such as those of 
Hall effect and thermopower, may strongly be influenced by 
initial space-charge accumulation layers. These can be 
caused by (i) fixed charges at the substrate-amorphous sili
con interface or in the gate insulator1b-18 and by (ii) differ
ent adsorbates or insulating overlayers at the top sur
face. I 9-22 Especiaily, the question of whether the Staebler
Wronski (SW) effect23

•
24 is a bulk or surface effect cannot be 

answered before surface effects are taken into account or 
preferably eliminated. 

In fie1d-effect structures with a staggered electrode con
figuration, some of these interface effects can be accounted 
for by applying a nonzero gate voltage Vg , which is caned the 
flat-band voltage VFB • Thus, by controlling the band bend
ing by means of an applied field, interface effects at the sub
strate-a-Si:H interface can be eliminated. In many 
cases6.2S.26 however, VFB , which has a strong effect on the 
results of the calculation of the DOS,27 is arbitrarily chosen. 
The nonacquaintance with the exact value of V FB can also 
lead to a wrong interpretation of other physical bulk param
eters, such as the conductivity activation energy. 

Another problem that should not be overlooked in the 
analysis of conductance measurements is the anomalously 

large conductance prefactor and the exponential decrease of 
the prefactor with decreasing conductance activation ener
gy. The relation between the conductance prefactor and the 
activation energy can, over a broad range of activation ener
gies, be described by a characteristic slope A and is known as 
the Meyer-Neldel (MN) rule.28 The MN relation has been 
observed in all kinds of inhomogeneous materials and is gen
erally regarded as an intrinsic property. Therefore it has 
been argued that it should be taken into account in any mod
el for the transport in a-Si:H.29 

In this paper, we present measurements of the FE in a
Si:H TFfs as a function of ambient temperature. These mea
surements are appropriate for study of the temperature de
pendence of the dc conductivity as a function of the effective 
Fermi level in a highly controllable manner, because there 
are no limitations due to impurity-related defects that are 
normally introduced when the Fermi level is varied by dop
ing.3O-32 

By theoreticall analysis we are able to determine the flat
band voltage in our TFfs. At the same time, the real fiat
band bulk activation energy is found, the physical parameter 
that is of great importance to the interpretation of all kinds of 
transport results. Moreover, we will show that the FE strict
ly obeys the MN rule. In the present FE analysis, the MN 
rule is, for the first time, fully taken into account. The value 
of the MN parameter A that is applied in the calculation, is 
shown to have a large effect on the outcome of the DOS 
profiles. Therefore, we believe that conventional analysis of 
the FE9-12 is fundamentally incorrect. Special care is taken 
to use the correct value of A and the resultant DOS distribu
tion of undoped amorphous silicon is presented. 

Accurate separation of interface and bulk effects may 
lead to disclosure of the origins of the MN rule and the SW 
effect. 

II. EXPERIMENTAL DETAilS 

The measurements were performed on field-effect struc
tures as shown in Fig. 1. The gate insulator, 110 nrn thick, 
was made by thermal oxidation at 1000·C of an n + -( 1(0) 

single-crystal silicon wafer. An a-Si:H layer was deposited 
by decomposition of silane in a capacitively coupled glow-
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a-Si: H 

n+ Sj(IOO) 

Gate 

FIG. I. Schematic cross section of the a-Si:H TFT as used for the FE mea
surements (not to scale). Regions implanted with P are horizontally 
striped. Hatched areas indicate the Al metallization. 

discharge system. followed by depositing a plasma Si02 lay
er, under the conditions summarized in Table I. Between 
subsequent depositions the reactor chamber was not opened, 
to avoid exposure to air of the a-Si:H film. The purpose of the 
Si02 layer is to serve as a passivating layer, so that the top 

h 'JJ . I 3334 fixed c arge WI remam ow. . 
In this layer, contact holes were etched to define the 

geometry of source and drain contacts. Before Al metalliza
tion and delineation the samples had a shallow P+ -implanta
tion (30 keY, 1016 cm- 2

), the oxide layer thereby serving as 
a masking layer. The gate contact was prepared by evapora
tion of Al at the rear face of the wafer. 

In order to optimize source and drain contacts, the sam
ples were then treated with a post-metallization anneal. 
(PMA) at 200 DC in wet N2 for about 30 min. By this treat
ment the contacts were made blocking for holes and ohmic 
for electrons. 35 Furthermore, the effects of exposure to light 
due to the SW effect during earlier stages of the fabrication 
are in this way reduced to a minimum. 

We measured the drain current foo versus gate voltage 
V characteristics at temperatures from room temperature 
u; to 166 DC. The measurements were performed in the dark, 
so that no metastable changes due to the SW effect took 
place. 

TABLE I. Deposition conditions. 

Parameter 

Substrate temperature("C) 
Chamber pressure (Torr) 
rfpowerdensity (mW/cm2) 
Flow rate SiH. (seem) 
Flow rate N20 (seem) 
Growth rate (nmls) 
Layer thickness (nm) 
Electrode spacing (cm) 
Diameter electrodes (em) 

a-Si:H 

200 
0.4 

30 
60 

0.15 
460 

2.0 
24.5 
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FIG. 2. Transfer characteristics (source-drain current I", vs gate voltage Vg 
characteristics) at various temperatures. 

iii. EXPERIMENTAL RESULTS 

The transfer characteristics are shown in Fig. 2. The 
conductance modulation at room temperature is almost five 
decades with applied gate voltage, but is, as expected, de
creasing with increasing temperature. This feature is very 
unfavorable from an application point of view. The on/off 
current ratio decreases with increasing ambient tempera
ture, as can most easily be seen from Fig. 3, where the FE 
current at elevated temperatures divided by the correspond
ing room-temperature currents is plotted. It must be noted 
that this plot has very much the same features as an equiva
lent plot of the photofieJ.d-effect current divided by the FE 
current in the dark. IS 

From these measurements we infer the sheet conduc
tance Goo = fooL /Voo W at each value of Vg , T. From the 
temperature dependence of the dc conductance, it follows 
that there is a simply activated band conduction mechanism 
above room temperature. At lower temperatures there seems 
to bea T -1/4 behavior (not shown here), which is indicative 
of conduction by variable range hopping in localized gap 

105 
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rtl 
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FI G. 3. Field-effect currents at various temperatures relative to correspond
ing room-temperature (RT) currents as a function of the gate voltage, 
showing the loss of switching performance. 
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states. 36 The activation energy Ea is determined at selected 
Vg values from Arrhenius plots oflog G vs lOOO/T (Fig. 4). 
The activation energy is effectively a function of Vg , because 
of different band bending conditions at increasing values of 
Vg • This is shown by the open dots in Fig. 5. The dependence 
of the conductance prefactor Go on the gate voltage Vg is 
shown in Fig. 6. This plot has very much the same features as 
the Eo vs Vg plot of Fig. 5. 

Indeed, the FE obeys the MN rule as shown in Fig. 7. As 
can be seen, the points lie on a straight line with small scatter. 
As shown by a linear least-squares approximation, the con
ductance prefactor Go can be written as 

(1) 

where the apparently observed MN parameter Aapp amounts 
to 23.9 eV- I . 

The value of Aapp is not the same as that of the intrinsic 
MN parameter A, because by applying a gate voltage the 
shift of the Fermi level is not uniform over the bulk of the 
material. As shall be shown in Sec. IV B, Aapp >A, because 
the effective thickness of the channel is generally smaller 
than the sample thickness and decreasing with a decrease of 
the effective activation energy, so that the variation of the 
prefactor Go is not as fast as is suggested by the variation of 
the source-drain conductance Gsd • 

IV. METHOD Of ANALYSIS 

A. The density of states profile 

The theoretical outline of the FE analysis starts with the 
expression for the source-drain conductance Gsd as a func
tion of the gate voltage Vg , assuming electron conduction 
only. This is given by 

1 [s, 
Gsd (Vg) = - Go(x)exp{ - !3Ea (x) ]dx, (2) 

dSi 0 

where dSi is the thickness of the active layer and!3 = l/kT 
with k = Boltzmann's constant. The distance measured 
from the insulator-a-Si:H interface is denoted by x. The en
ergy separation between the conduction-band edge and the 
Fermi level appearing in the Boltzmann factor is given by 

,..., 10-7 

I 10-8 c I 8 B 0 
L...J 0 a a 

00 V = 6 V a 
10-9 0 a a 

00 9 5 V -0 0 a a 
1/1 a a 0 00 4 V a 

l!) 10- 10 a 0 a 
a a 00 3 V a 

QJ a 
U 10- 11 0 a a 
I: a 00 2 V 
ttl a a 
+' 10- 12 a 1 V u 0 00 

a ::J 
10- 13 a 00 0 V ""C gg I: -1 V 

0 -2 V u 10- 14 
2 3 4 

Reciprocal Temp. [1 0-3K-l] 

FIG. 4. Temperature dependence of the dc dark sheet conductance at var-
ious applied gate voltages. 
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FIG. 5. Plot of the effective activation energy E. vs applied gate voltage V •. 
The open dots (0) are experimental points and the full curve is a calculated 
fit. 

Eo (x) = EaFB - Vex), where EaFB is the conductivity acti
vation energy at flat bands and V(x) is the electrostatic po
tential or band-bending parameter at a distance x, measured 
ineV. 

Due to the band bending the prefactor Go(x) is, accord
ing to the MN rule, expressed by 

Go(x) = Goo exp[AEo (x)] , (3) 

where the empirically observed MN parameter A can be re
garded as a constant over a broad range of activation ener
gies, this range being generally between 0.2 and 0.7 eV for 
undoped material. Combining Eqs. (2) and (3) the FE con
ductance can be written as 

GFB [s; 
Gsd(Vg ) =- exp[(!3-A)V(x)]dx, 

dSi 0 

(4) 

where GFB = Gsd (VFB ) = GOFB exp( - !3EoFB ) is the 
drain-source conductance at flat bands. 

The difference between this expression and the com
monly used (Refs. 9-12) expression for the FE conductance 
is that!3 has now been replaced by!3 - A. 

.., 10 1 

100 ) 0 
I 0 

10- 1 C 0 

~ 

10-2 
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l.:) 10-3 0 
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FIG. 6. Plot of the conductance prefactor Go vs gate voltage V •. 
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FIG. 7. Dependence of the conductance prefactor Go on the effective activa
tion energy E •• showing the Meyer-Neldel relation. The dashed line is ob
tained by a simple least-squares approximation to the experimental points 
(0). yieldingA""p = 23.9 eV- I. Thefuilline is found by calculating the Go. 
E. dependence from Eqs. (16) and (17) using A = 18.8 ey-I. and appro
priate V FB and E.FB values. 

The Poisson equation for the potential distribution in
side the semiconductor is given by 

d 2 V(x) en[ Vex)} 
-----,,...- = --=---"'-

dx2 
(5) 

with boundary conditions 

and 

dV(x) = V(x)-o if x-.d
Si 

dx 

dV(x) I = e €in. VF , 

dx x=O €Si dins 

(6) 

(7) 

where e is the electronic charge, n [ V(x)] is the excess den
sity oflocalized charge, €o the permittivity offree space, €Si 

the relative dielectric constant of the semiconductor, dins the 
thickness of the gate insulator, and VF = Vg - V FB' By per
forming a manipulation of Poisson's equation, by which the 
band-bending parameter V becomes the independent vari
able9--11 and by applying the boundary conditions ofEqs. (6) 

and (7), the FE conductance is given by 

GFB (€o€Si )112 God ( Vg) = GFB + -- --
dSi e 

xl VO(VF ) exp[(p- A)V]-l 
:....=....:.."---'-----''--- d V , ( 8 ) 

o ~2F( V) 

where Vo = V(O) is the band bending at the interface, and 

F( V) = LV n( V')dV' . (9) 

From now on we essentially follow the derivation of 
Grunewald, Thomas, and Wiirtz.27 It can thus be shown, 
that the interface band bending is related to experimentally 
obtained data by 
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exp( P - A) Vo - ( P - A) Vo - 1 

P- A dSi €ins 
=-------

G FB dins €Si 

X (VFGod (VF ) _lVF God(VF)dVF). (10) 

The charge density is obtained from 

The field-effect DOS function is obtained from 

N(E) = I dn(Vo) I . 
dVo Vo= E 

(12) 

Here, we assume that an the charge goes into the localized 
gap states and that O-K Fermi statistics are applicable for the 
occupancy of these states. 

There are several reasons for the use of O-K statistics. 
First of all, it is questionable whether the fine structure in 
N(E), that can be obtained by accurate deconvolution of 
n( Vo) with the Fermi-Dirac distribution function is rel
evant in a sense that it is unique to the observed FE data. \0 

Second, N(E) can with Eq. (12) easily be calculated by dif
ferentiation. 

It can be shown that the use ofO-K statistics is justified, 
provided that 

_l_dN(E) <P (13) 
N(E) dE 

holds for the density of gap states N(E). As it has often been 
suggested that N(E) exhibits an exponential distribution 
with a characteristic temperature of about 1000 K around 
midgap,37 the requirement of Eq. (13) is considered to be 
fulfilled for that part of the distribution. For the remaining 
part, the requirement can be checked by observing the calcu
lated N(E) profile. A further justification for the use of zero
temperature statistics mixed with Boltzmann electron con
duction is the excellent agreement between the activation 
energies calculated with this model and the experimental 
results (see Sec. IV B). 

The calculation of N(E) starts with computing Vo( VF ) 

from Eq. (10) and n( Vo) from Eq. (11) by a numerical 
procedure from the experimental data. In the calculations 
the MN parameter A and the fI.at-band voltage tum out to 
have a large effect on the resultant density of states. 

In Fig. 8 we have calculated the DOS distribution for 
the presently considered sample using V FB = 0.8 V and for 
several values of the MN parameter A. A method to obtain 
the correct V FB is expounded in Sec. IV B. For the moment, 
we want to put emphasis on the effect of the value of A on the 
resultant DOS profiJe. It is clearly seen from Fig. 8, that by 
conventional analysis using A = 0 the DOS is greatly overes
timated. Applying a nonzero value of A leads to a "stretch 
out" of the DOS profile and N(E) is thus obtained over a 
broader range of band-gap energies. This is in contrast to 
other published distributions,7.27 where N(E) rises too 
steeply when going from the Fermi level to the conduction
band edge, so thatN(E) is obtained only over a small energy 
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range, typically reaching no further than 0.4-0.5 e V from the 
Fermi level towards the upper part of the band gap. 

B. Determination of the fiat-band voltage and the 
Meyer-Neldel parameter 

With a theoreticaJ approach it is possible to caJculate 
values of Ea as a function of Vg • lfthe conductivity is due to 
electrons excited beyond the mobility edge into the extended 
states, the effective activation energy can be written as 

where Gsd(Vg ) is given by Eq. (8). 
Differentiation of Gsd with respect to {3 yields 

dGsd (Vg) 

d{3 

l VO(Vf') V exp ( ( {3 - A) V ] 
X dV, 

o ~2F( V) 

(14) 

(15) 

where we assumed n ( V) independent of fl, meaning that at 
any temperature aU the charge goes into the localized states. 
We further assumed in Eq. (15), that the shift of the Fermi 
level with temperature at the interface and in the bulk is 
equal to zero. As for the bulk of the sample, the Fermi level is 
approximately at midgap so that we can neglect the statisti
cal shift of EF .

38 At the interface a slight relaxation of the 
band bending possibly takes place and a linear shift with 
temperature Tis to be expected. However, the coefficient of 
this temperature shift is negligibly small (10-4 eV IX; Ref. 
39) and can be neglected in the scope of this analysis. 

Noticing that the activation energy at fiat bands is given 
by EaFB = - (dGFB/d,B)IGFB , we obtain from Eq. (15) 

Eo (Vg) = EoFB - God ~~ )d
Si 

(E~Si) 112 

iVO(VF) Vexp[({3-A)V] 
X dV. 

o ~2F( V) 
(16) 

The activation energy Eo can now be computed as a function 
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of Vg = VF + VFB from experimental room-temperature 
FE data at any desired value of VFB and A. The correct val
ues for VFB and A are uniquely obtained by fitting the calcu
lated curves to a set of experimentally determined Ea (Vg) 
values with a least-squares routine. The flat-band voltage as 
wen as the MN parameter have an effect on the shape of the 
theoretical curve. The fiat-band activation energy EaFB is 
simply found by interpolation at V FB from experimental 
Ea ( Vg ) data. The only effect of a change in EaFB is a rigid 
displacement of the curve along the y axis. In order to check 
the calculated parameters, the prefactor Go that would have 
been observed is recalculated as a function of Ea using calcu
lated Ea (Vg) values and measured Gsd (Vg) data, using the 
formula 

(17) 

The best fit of the theoretical calculations to the measured 
data of this FE structure is displayed by the continuous 
curves in Figs. 5 and 7. We obtained for the flat-band voltage 
VFB = 0.8 V, for the MN parameter A = 18.8 eV- 1 and for 
the "real" flat-band activation energy E"FB = 0.70 eV. 

V.DISCUSSION 

A. The values of physical parameters 

We have outlined an experimental procedure and subse
quent analysis to obtain, uniquely, the flat-band voltage VFB , 
the "real" flat-band activation energy EaFB and the bulk 
Meyer-Nelde1 parameter A using a thin-film transistor. The 
method is applicable if VFB does not change during a field
effect measurement due to charge trapping, 18 nor as a result 
of the measurement itself (hysteresis). This kind of ins tab il
ity can be avoided by measuring at not too high gate voltages 
and by taking care that the duration of the negative voltage is 
equal to that of positive voltage. A further assumption is that 
VFB is independent of temperature. 

Another procedure 1 
I that uses field-effect measure

ments as a function of the temperature, gives only the gate 
voltage at which the bands are flat. Our method establishes 
values of EaFB andA, as weB. These parameters are at least as 
important as V FB' as we have shown. 

Special care has to be taken that the correct value of A is 
used. It is incorrect to use the apparent value of Aapp as in
duced by the FE.40 The intrinsic value of A is smaller than 
the apparent value because the latter is dependent on the 
channel width carrying the FE current and therefore on the 
specific density of states profile. In our calculation of the 
DOS, self-consistency is assured in this sense. 

A gate voltage-controlled determination of the effective 
activation energy may reveal interesting material properties 
of a-Si:H. For example, in Fig. 5 it appears that the activa
tion energy saturates towards a minimum value of Ea.sa• 

= 0.09 eV. This value of E a •• at can be regarded as the width 
of the tail states.41 This value is lower than that obtained by 
shifting the Fermi level by P doping.3

O-
32 This difference 

may refl.ect that tail state defects are created by relatively 
high doping levels.42 

Another advantage of measuring activation energies in a 
field-effect structure is that interface band-bending effects 
can essentially be separated from bulk effects. This may be 
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helpful in studying the problem of whether the SW effect is 
an interface or a bulk effect.43 

8. Background of the MN rule 

The MN rule has been reported to be applicable when
ever the effective position of the Fermi level is varied, regard
less of whether this position is caused uncontroll.ably by 
preparation conditions,44-46 surface conditions,21 doping,47 
or photoirradiation.29 The MN rule applies also, when the 
Fermi level is moved without introducing extra defect states 
by an applied electric field, as is shown here. 

Many different explanations for the MN rule have been 
put forward. It has been explained by (i) a shift in the mobil
ity edge with temperature,44 (ii) a statistical temperature 
shift of the Fermi level,48 and (iii) a gradual transition 
between two different conduction mechanisms.49 

As demonstrated by using the FE, the MN rule can also 
be ascribed completely to the presence of external band 
bending, and therefore it is questionable whether or not the 
MN rule is an intrinsic property. A similar view has also 
been suggested previously,21 prompted by measurements on 
samples with different surface conditions. As our theoreti
cally derived intrinsic value for the slope A is very much the 
same as that generally obtained by bulk doping,47 we suggest 
that the MN rule is, to a large extent, intrinsic. Nevertheless, 
the slope of the intrinsic MN rule can significantly be modi
fied due to band bending at external interfaces. We believe 
that the intrinsic value of A spreads over a much smaller 
range than over the reported range of 15-35 eV- 1.50 We 
suggest an explanation of the Meyer-Neldel relation in 
terms of band bending at internal microscopic surfaces, 
originating from defects or impurities. This is confirmed by 
the fact that the value of A, as obtained by applying the SW 
effect, is influenced by the concentration of doping gas im
purities. 29 It is clear that one has to be careful in comparing 
MN slopes of differently deposited samples, as the uncon
trolled amount of interfering band bending has influence on 
the MN behavior. 

VI. CONCLUSIONS 

We have proposed a self-consistent method for the eva
luation of the flat-band voltage in a-Si:H thin-film transis
tors, based on analysis of the FE measured at different tem
peratures. At the same time, the bulk activation energy and 
the intrinsic slope of the Meyer-Neldel relation are, by this 
method, determined unambiguously. 

It is shown that the FE strictly obeys the Meyer-Neldel 
rule, but with an apparently steeper characteristic slope, in-

• dicating that this is often only partly an intrinsic property. 
By employing the MN parameter self-consistently, the den
sity of states distribution has been computed and significant 
differences have been shown in the calculated outcome using 
different MN slopes. By using the correct A the FE density of 
states is lower than without accounting for the MN rule. 

The investigation of the activation energies and the MN 
parameter in a FE structure can possibly lead to an answer to 
the question, whether the Staebler-Wronski effect has to be 
explained by interface or by bulk effects. Applying the re-
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ported analysis, bulk and interface effects can be measured 
separately. 

In addition, the saturation value of Ea is interpreted as 
the tail-state width, which turns out to be 0.09 eV. 
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